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Letter of Confirmation  

for TFI Report 431223-04 
Test order Chemical testing according to EuroLatex ECO Standard test 

specification for latex foam cores, 14.02.2002 

  

Customer VYROLAT s.r.o. 
Prumyslova 2220 
288 02 NYMBURK 
CZECH REPUBLIC 

  

Product  VYROLAT s.r.o., LN 20, LATEX FOAM, 20 % NL  80 % SBR LATES, 
DUNLOP, white 

TFI sample number 13-07-0209 

Date of sample receipt 24 July 2013 

Sampling performed by Customer 

Material batch no. or equivalent -- 

Date of production  9 July 2013c 

Date of packaging 9 July 2013 

Date of dispatch 23 July 2013 

Size of samples  25 cm x 20 cm x 3 cm 

Amount of samples  11 

  

Results  

Tested parameters Chemical requirements fulfilled 

  

Aachen, 23 August 2013 Dr. Ernst Schröder 
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